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MAGNETIC POWDER CORES TECHNICAL DATA

Mega Flux Core Loss
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P=2.39  B2.06   f 1.45Mega Flux 26μ

P=1.83  B2.13   f 1.48Mega Flux 50μ, 60μ, 75μ, 90μ


